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• Please provide data on:

• The operating conditions and type of the heater (Const power? How high? Thin film?) 

• The amount of energy added to each cell

• How the venting direction/point were identified?

• Method repeatability?

• How melting of Al casing because of the TR was differentiated from that 

due to heat provided by the heater?

Questions



Thank you
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